
ICE QUALITY TESTING
The premise of the evaluation is that the ice would be of equal or better quality 
upon installation of the Realice system. The ice quality of pre condition is 
measured by testing surface strength of contact using a Schmidt Hammer. While 
this device is not designed to measure the lower surface strength of ice 
accurately, this device GRHV�DOORZ a comparative test between pre and post 
conditions. Figure 7 and Figure 8 illustrate the ice quality testing results in terms 
of ice surface strengths.
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FIGURE 7. ICE QUALITY TESTING RESULTS FOR SAN MIGUEL ICE RINK OF THE TESTING SITE 
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FIGURE 8. ICE QUALITY TESTING RESULTS FOR ANACAPA RINK OF THE TESTING SITE 

Specific items of note for this assessment are: 

� A reading on the Schmidt Hammer® corresponds to an approximate strength of
1500 psi. It does not provide a relationship curve below a reading of 20 and
below. This is the main reason that the test should only be used on a
comparative basis.

� The conclusion is that the rebound numbers are as good or better after the
installation of the Realice system, which meets the intent of the M & V process.
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� The overall uniformity of ice strength is much better after the installation of the�
Realice system.��7KLV�PHDQV�WKDW�WKH�LFH�ZDV�PRUH�FRQVLVWHQW�LQ�KDUGQHVV�DFURVV�
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FIGURE �. ICE QUALITY TESTING RESULTS FOR 6DQ�0LJXHO�:HVW�DQG�$QDFDSD��(DVW�5LQNV 


